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GHz bandwidth GaAs light-emitting diodes
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Double-heterostructure GaAs/GaAlAs light-emitting diodeEDs) have been fabricated with the
emitter regions beryllium doped toX210*° and 7x 10"%cm 3. The 7x 10*°cm ™2 doped emitters

have an internal quantum efficiency of 10% and an optical modulation bandwidth of 1.7 GHz. The
steady-state optical output power versus the input current shows an external efficiency of 2.5
uW/mA. The 2x10*cm™3 emitters have internal quantum efficiencies as high as 80%, but a
reduced cutoff frequency. The external quantum efficiency reachgd\/énA. These high-speed
LEDs are produced by reducing the radiative lifetime to 100—250 ps without significantly degrading
internal quantum efficiency. The current results on heavily beryllium-doped LEDs exhibit, to the
best of our knowledge, the highest external efficiencies to date for such high doping and efficiencies
close to that observed for lower-doped LEDs. 1©99 American Institute of Physics.
[S0003-695(199)03621-9

The infrastructure of fiber-optic networks under develop-perature, or the arsenic beam flux is increased during growth,
ment now requires very low-cost photonic components. Foexcess arsenic will be incorporated in theGaAs bulk, re-
such systems, high-radiance, wide-bandwidth, light-emittingsulting in nonstiochiometric GaAs epilayers and improving
diodes (LEDs) could be used in place of laser sources forthe efficiency of beryllium doping,making it possible to
low-end, short-haul optical links. The primary advantages ofichieve higher doping levels without excessive lifetime deg-
LEDs include the simplicity of the device structure, ease offadation due to nonradiative recombination. By optimizing
fabrication, high reliability, and simplified biasing arrange-the growth condition, we are able to obtaip=7
ments. A high-speed, high-efficiency LED is expected tox10"°cm™2in the active layer. The radiative lifetime is re-
produce comparable fiber-coupled optical outputs to laser diduced to~100 ps and the output efficiency is improved by a
ode solutions at 1—2 Gbit/s while retaining the low-cost andactor of 6 compared to the carbon-doped LEDExperi-
high-reliability characteristics of traditional LEDs. High- mental results confirm that a high cutoff frequen€y.7
speed LED operation can readily be achieved with heaviy@H2) is maintained. LEDs with emitters doped at
doped material since the radiative minority-carrier lifetime 2> 10°cm™* have been grown at normal temperature. They
decreases as the carrier concentration incréasesjlting in ~ deémonstrate improved IQEs of 25%-80%, but the recombi-

an increased bandwidthHowever, the luminescence effi- Nation lifetime in these samples is estimated to-4#50 ps.
ciency is usually affected by the shortened nonradiative® Puried superlatticéback-surface-field buffer layeis in--
minority-carrier lifetime in such heavily doped material. De troduced in this structure .to trap the |mpgr|t|gs diffusing
Lyon and co-workers reported highly carbon-doped (1_2from the substrate, preventing them from being incorporated
X 10?°cm~3) LEDs with cutoff frequencies above 1 GHz as nonradiative recombination centers in the active regions.
and an output efficiency of 0.4W/mA 3 Significant im- With no special effort to couple light from the diodes, we

- . : . have obtained 2.5uW/mA for the 7x10cm 3 emitter
ggzﬁir;]t?;':sof the efficiency is necessary for practical deVIC?_EDs and 10uW/mA for the 2x 10cm 2 emitter LEDs.

Previous efforts utilizing beryllium doping have not This result promises to lead to a low-cost, high-speed LED

. . ; . technology for low-end optical link technology.
been entirely successful either, due to the incorporation of a The epitaxial layer structure of the LED is shown in Fig.

high density of nonradiative recombination sites, resulting ml(a). The devices were grown in a Varian GEN-Il molecular

poor internal quantum efficienci¢dQEs). The nonradiative beam epitaxy(MBE) system onn*-GaAs substrates. The

recombination centers may be caused by interstitial beryIASZ was obtained from thermal cracking of Asnd Ga from

lium, which both reduces the doping efficiency and prowdesan elemental gallium source. Beryllium was used as the

nonradlat!ve recombmatl_on_center_s. In th_|s work_, we forcep_type dopant and silicon as thetype dopant. The heavily
the beryllium onto substitutional sites by increasing the ar

, Beduri ) ‘doped active region has been grown at a reduced substrate
senic beam flukduring growth, or by reducing the growth o meraturda50°0). The growth rate was determined from

temperaturé.If heavily dopedp-GaAs is grown at low tem- o refiaction high-energy electron diffracticRHEED) pat-
tern. The slope of the measured carrier concentration versus
3Electronic mail: chenghua@ecn.purdue.edu the inverse Be oven temperature was consistent with the va-
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(&) FIG. 2. Optical frequency responses of 1@@rdiam LEDs. (a) A

7x 10" cm 2 emitter LED grown at 450 °C, angh) A 2 X 10'°cm 2 emit-

FIG. 1. (a) Epitaxial layer structure of a heavily Be-doped double- ter LED grown at 600 °C.

heterostructure GaAs/AlGaAs LEOb) Linear scale electroluminescent
spectrum of a LED with % 10* cm™2 doping concentration.

by a GaAs metal-semiconductor—metal detector connected

por pressure curve of Be, implying the absence of significantt0 a HP851.OB netv_vor_k analyzgr.
precipitation of Be even at the high doping levels. In addi- The optical emission intensity verses frequency response

tion, three other sample types were grown to complete thi§)f typicgl 1QO#m-diam LEDs grown .for this study are dis-.
study and are tabulated in Table I. Sample B differs frc)mplayed in Fig. 2. The direct measure in the frequency domain
sample A in that the growth temperature was at 600ocgives us a modulation bandwidth exceeding 1 GHz for the

: : 7x10%cm 2 emitter LED. Shown in Fig. @), it appears
Sample C incorporates a back-surface-fi@&F) superlat- i o ' :
tice structure, while sample D was grown with a thick@s5 that the 3 dB electrical bandwidth is at 1.7 GHz. This cutoff

um thick vs 400 A i layer. These will be described in more frequency is comparable to the best previously reported re-
detail in the results section sult of 1.6 GHz for C-doped GaAs LEDSs. For

9%-m=3 emi i
A simple circular geometry mask set was used for fab-2><101 cm 45((3)m|\|/ltt§r LSE.D:?‘" F'é:]' l.;‘b) shqvxr/]s f\. ckqti?ﬁ fre-
ricating these LEDs. The mesas, defined by wet-chemical!€"cY at 4st z. Similar devices with thickenayers
etching, have diameters ranging from 25 to 108. Alloyed were also fabricated to insure that intrinsic parasitics, i.e., the

AuGeNi/Ti/Au was used for the bottom*-GaAs contact JUnction and diffusion capacitance, are not an issue here. To

while the topp*-GaAs Ohmic contact was made by Ti/Au compare the external efficiencies of various LEDs in this

nonalloy contact with an annular shape in order to collecftUdy'dtheddﬁ light Ioutput Tneazu'rerlgentzss ?ﬁve bgenl per-
light emitted from the surface. Note that there are no antire-ﬁ_m;e an ft (ra]resuc';s are p (_)tteo n ?h '7>< 1601%0“\/?3 ayer
flecting or passivating layers on the emitting area surface' ICKness o these devices Is _/Im. c cm

mitter LED demonstrates a linear output power of 2.5

The free-carrier concentrations determined by van def . .
Pauw—Hall measurement are %60° and 65 mW/mA, while the C-doped LED reported previously has a

X 10cm 2. The high doping also causes band-tailing angPCWer output of 0.4uW/mA.> Thg{f isi3a factor of 6 im-
band-gap narrowing of the material. These effects are sho rovement in this study. The>210 "cm = emitter devices

in the dc electroluminescend&L) spectrum measured by ave bgtter oytput effig:iencies Whi(?h are also shown in Fig.
butt-coupling the light into a multimode fiber connected to3- Devices with a buried superlattice demonstrate the best

an optical spectral analyzer. The peak of the spectrum of EFSP“’ which has an .OUtDUt power of ?‘“"V’mA' By com- .
typical LED of the structure occurs at 1.395 §Fig. 1(b)], paring the photoluminescence intensity to a sample with

which is, as expected, smaller than the GaAs band gap. FéerO% external quantum efficiency and extracting the IQE
characterization of the LED optical frequency response, the

LEDs were mounted on SMA connectors. A rf modulation 1000.00 b
signal with 0 dBm power provided by a HP8341B synthe-
sized sweeper was added through a bias tee to a dc biasg 100.00 b
current of 20 mA. The modulated optical signal was detected &
g
<
TABLE I. The IQE results and cutoff frequencies corresponding to LEDs g 10.00
with different structures, doping concentrations, and growth temperatures. g
= --C
Sample number A B C D 2 100k —B
——A
BSF superlattice N N Y N =D
i-layer thickness 400 A 400 A 400 A 0/5m ) .
Growth T (active layey  450°C 600 °C 600°C  600°C °"‘; ” 1 00 T0.00 100.00
Doping (cm™3) 7x101°  2x10f  2x10°  2x10Y ' ' ) '
Cutoff (f,) 1.7 GHz 440 MHz 440 MHz 440 MHz DC Bias (mA)
IQE 10%  25%-33%  80% 70%

FIG. 3. LED output optical power as a function of dc input current.
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100.00 of quantum efficiency for high-speed LEDs, the output opti-
= SHIGKLPE),  PH/BOVIBSE) cal efficiency stil_l needs to be improved before these I__EDs
£ 1000 DH/Bg 3 7n diffused can be commercially viable. An effort we have made to iden-
2 A'\s\- tify nonradiative recombination centers is to investigate oxy-
s e i gen incorporation in the epitaxial material during low-

s 100F  pH/COSW DH/Be(0.51) h dv sh d that th

2 +SH/TMG(0.7p) Femperaturg growth. A study showed that the oxygen content

g *DH/C(0.15) in GaAs epilayers grown by MBE were found to increase

3 010 when the growth temperature was reduced below a critical
value!? Oxygen in GaAs epilayers, as well as arsenic anti-

0.01 sites, act as deep-level defects. They generate EL2-like de-
1017 1018 1019 1020 1021 . .

Doping Concentration (cm) fect levels to trap ele_ct_rons a_s_nonrecom_blnatu_)n c_enter_s gnd

greatly affect the radiative efficiency. For investigation, simi-

FIG. 4. LED responsivity as a function of active layer doping concentration|gr | EDs with Aly o:Ga o5AS active layers were made as a

for different dopant and active layer thickness. The points marked DH/C an%om arison. The 'exter'nal efficiency of these devices is onl
SH/TMG are results from previous research done by IB¥fs. 2 and B P ’ _y y
The points marked SH/GE.PE) and Zn diffused are results from earlier ON€ fourth of that for the GaA_S active layer LEDs. A slample.
studies of LPE-grown devices with Ge or Zn dopitRefs. 8 and 8 The  annealed at 800 °C was fabricated and showed similar effi-
points marked DH/Be are results from this study. ciency results. One possible explanation for this nonradiative

center is the aluminum—oxygen complex.

from the external quantum efficiency obtairfethe result In conclusion, by optimizing grO\glltgotl:gzrz)diticir;s we are
shows these devices have 80% IQE. The same study indPl€ 0 increase the Be doping to the":010™cm ™ range
cates results of 25%—33% IQE to those devices without thgwthout introducing excessive nonradiative recombination

buried superlattice layer and 70% IQE to those with a thickeFeNters. _This h_as been demonstrated in efficiency measure-
i layer, which exhibit output powers of 7.5 and/&V/mA, ments with an improved output power of 2V/mA with-

respectively. The LED responsivity results are not totallyout any special efforts to couple light from the diodes, and in

consistent with the IQE results. The inconsistency may aris irect frequency m‘?""s“re”.‘e”ts th 3 dean.dWidth of 1'7.
from damage to the wafer during processing, such as th Hz. We have achieved higher efficiency without degrading
' {

SiO, deposition, the e-beam metalization, etc., which are e frequency response. This may make LEDs an atiractive

currently under investigation. In addition, these efficienciescanq'date for inexpensive Gplt optical I|_nk_s._ln addmpn, we
tained further understanding of the individual native de-

are not optimized due to excessive shadowing by the conta . . S .
ects, such as arsenic antisites, beryllium interstitial, oxygen,

and possible current crowding phenomenon. Finally, the reénd ossibly gallium vacancies by experimenting with the
sponsivity results of Be-doped LEDs in this study are sum- possibly gaflium v : y exper ing wi

marized in Fig. 4 with C-doped LEDs and other Be-dopeddOpmg density, the substrate growth temper_ature, and the
. . ) ) . .~ " arsenic overpressure. They act as nonradiative centers and

devices with different doping concentrations from prewousCan be eliminated by obtimizing the arowth parameters. The

publications®® Some of the results from earlier studies of y op 9 g b )

Ctishse epimgLPE) i S gy i o il ey ca b rhr sarced by s o
are also included in this pl8t:® At the 10®°cm™2 doping 9 99 9 y 9

level, the Be-doped devices in this study exhibit dramatictaCt shadowing and current crowding.

improvement on the quantum efficiency. This work was supported by NSF through the Materials
Listed in Table | are the IQE results and cutoff frequen-Research Science and Engineering Center for Technology-

cies corresponding to LEDs with different structures andgnabling Heterostructure Materials.

doping concentrations. From these results, we have an esti-

mation of the ratio of the radiative recombination lifetime

and the nonradiative recombination lifetime. From the esti-

mation of the radiative minority-carrier lifetime from the
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